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Property Test Method

MD CD MD CD
Construction 24 13 yarns/inch 9.4 5.1 yarns/cm
Color White White White White

Mass per Unit Area ASTM D-5261 oz/yd2 g/m2

Grab Tensile Strength ASTM D-4632 350 320 lbs 1558 1424 N

Grab Tensile Elongation ASTM D-4632 27 19 % 27 19 %

NFPA 701 
Small Scale

ASTM D-6413

Produced in Belton, South Carolina, U.S.A.

Pass Pass

A woven geotextile fabric, produced from polypropylene slit-film tapes, which will meet or exceed the following: 

English Units SI Units

Flammability - Testing by 
independent commercial lab

Typical Typical

6.0 203

Pass Pass

Style 1945
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